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Magnetic-field-induced charge-stripe order in the
high-temperature superconductor YBa2Cu3Oy
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Electronic charges introduced in copper-oxide (CuO2) planes
generate high-transition-temperature (Tc) superconductivity but,
under special circumstances, they can also order into filaments
called stripes1. Whether an underlying tendency towards charge
order is present in all copper oxides and whether this has any
relationship with superconductivity are, however, two highly con-
troversial issues2,3. To uncover underlying electronic order, mag-
netic fields strong enough to destabilize superconductivity can be
used. Such experiments, including quantum oscillations4–6 in
YBa2Cu3Oy (an extremely clean copper oxide in which charge
order has not until now been observed) have suggested that super-
conductivity competes with spin, rather than charge, order7–9. Here
we report nuclear magnetic resonance measurements showing that
high magnetic fields actually induce charge order, without spin
order, in the CuO2 planes of YBa2Cu3Oy. The observed static, uni-
directional, modulation of the charge density breaks translational
symmetry, thus explaining quantum oscillation results, and we
argue that it is most probably the same 4a-periodic modulation
as in stripe-ordered copper oxides1. That it develops only when
superconductivity fades away and near the same 1/8 hole doping
as in La22xBaxCuO4 (ref. 1) suggests that charge order, although
visibly pinned by CuO chains in YBa2Cu3Oy, is an intrinsic pro-
pensity of the superconducting planes of high-Tc copper oxides.
The ortho II structure of YBa2Cu3O6.54 (p5 0.108, where p is the

hole concentration per planar Cu) leads to two distinct planar Cu
NMR sites: Cu2F are those Cu atoms located below oxygen-filled
chains, and Cu2E are those below oxygen-empty chains10. The main
discovery of ourwork is that, on cooling in a fieldH0 of 28.5 T along the
c axis (that is, in the conditions for which quantum oscillations are
resolved; see Supplementary Materials), the Cu2F lines undergo a
profound change, whereas theCu2E lines do not (Fig. 1). To first order,
this change can be described as a splitting of Cu2F into two sites having
both different hyperfine shiftsK5 Æhzæ/H0 (where Æhzæ is the hyperfine
field due to electronic spins) and quadrupole frequencies nQ (related to
the electric field gradient). Additional effects might be present (Fig. 1),
but they areminor in comparisonwith the observed splitting. Changes
in field-dependent and temperature-dependent orbital occupancy (for
example dx2{y2 versus dz2{r2 ) without on-site change in electronic
density are implausible, and any change in out-of-plane charge density
or lattice would affect Cu2E sites as well. Thus, the change in nQ can
only arise from a differentiation in the charge density between Cu2F
sites (or at the oxygen sites bridging them). A change in the asymmetry
parameter and/or in the direction of the principal axis of the electric
field gradient could also be associated with this charge differentiation,
but these are relatively small effects.
The charge differentiation occurs below Tcharge5 506 10K for

p5 0.108 (Fig. 1 and Supplementary Figs 9 and 10) and 676 5K for
p5 0.12 (Supplementary Figs 7 and 8). Within error bars, for each of
the samples Tcharge coincides with T0, the temperature at which the
Hall constant RH becomes negative, an indication of the Fermi surface

reconstruction11–13. Thus, whatever the precise profile of the static
charge modulation is, the reconstruction must be related to the trans-
lational symmetry breaking by the charge ordered state.
The absence of any splitting or broadening of Cu2E lines implies a

one-dimensional character of the modulation within the planes and
imposes strong constraints on the charge pattern. Actually, only two
types of modulation are compatible with a Cu2F splitting (Fig. 2). The
first is a commensurate short-range (2a or 4a period) modulation
running along the (chain) b axis. However, this hypothesis is highly
unlikely: to the best of our knowledge, no such modulation has ever
been observed in the CuO2 planes of any copper oxide; it would there-
fore have to be triggered by a charge modulation pre-existing in the
filled chains. A charge-density wave is unlikely because the finite-size
chains are at best poorly conducting in the temperature and doping
range discussed here11,14. Any inhomogeneous charge distribution
such as Friedel oscillations around chain defects would broaden rather
than split the lines. Furthermore, we can conclude that charge order
occurs only for high fields perpendicular to the planes because the
NMR lines neither split at 15T nor split in a field of 28.5 T parallel
to the CuO2 planes (along either a or b), two situations in which
superconductivity remains robust (Fig. 1). This clear competition
between charge order and superconductivity is also a strong indication
that the charge ordering instability arises from the planes.
Theonlyother patterncompatiblewithNMRdata is an alternationof

more and less charged Cu2F rows defining a modulation with a period
of four lattice spacings along the a axis (Fig. 2). Strikingly, this corre-
sponds to the (site-centred) charge stripes found in La22xBaxCuO4 at
doping levels near p5 x5 0.125 (ref. 1). Being a proven electronic
instability of the planes, which is detrimental to superconductivity2,
stripe ordernot onlyprovides a simple explanationof theNMRsplitting
but also rationalizes the striking effect of the field. Stripe order is also
fully consistent with the remarkable similarity of transport data in
YBa2Cu3Oy and in stripe-ordered copper oxides (particularly the
dome-shaped dependence ofT0 around p5 0.12)11–13. However, stripes
must be parallel from plane to plane in YBa2Cu3Oy, whereas they are
perpendicular in, for example, La22xBaxCuO4. We speculate that this
explains why the charge transport along the c axis in YBa2Cu3Oy

becomes coherent in high fields below T0 (ref. 15). If so, stripe fluctua-
tions must be involved in the incoherence along c above T0.
Once we know the doping dependence of nQ (ref. 16), the difference

DnQ5 3206 50 kHz for p5 0.108 implies a charge density variation
as small as Dp5 0.036 0.01 hole between Cu2Fa and Cu2Fb. A
canonical stripe description (Dp5 0.5 hole) is therefore inadequate
at the NMR timescale of ,1025 s, at which most (below T0) or all
(above T0) of the charge differentiation is averaged out by fluctuations
faster than 105 s21. This should not be a surprise: themetallic nature of
the compound at all fields is incompatible with full charge order, even
if this order is restricted to the direction perpendicular to the stripes17.
Actually, there is compelling evidence of stripe fluctuations down to
very low temperatures in stripe-ordered copper oxides18, and indirect
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